CERTIFICATE OF CALIBRATION

Instruments details AR932
Model number:
Description:

Serial number:

Date of manufacture:

coating thickness gauge
4854789
2020-9-1

Reference documents for the calibration:

Reference JJG818-2005 measurement standard

Place and environmental conditions of the calibration:
Place Temperature RH
SMARTSENSOR FQC 25:£2°C 55% + 5%RH

Normalized Actual Permissible

Function Range Mode Nalus Value Error

MPE thickness
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